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Signed for and on behalf of
SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Alice Sun 
Approved Signatory

Client Name: Shandong Changxing Plastic Additives Co., Ltd.
Client Address: No.5 Chenyang Road, New Materials Park, Yunhe Economic Development Zone, Rencheng 

District, Jining City, Shandong Province

Sample Name: Dioctyl terephthalate
The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

SGS Job No.: TICRSTS260520095013KIYV
Sample Receiving Date: May 22, 2026
Testing Period: May 22, 2026 ~ Jun 02, 2026
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).

Test Requirement Conclusion
Total Fluorine Screening for Perfluoroalkyl and Polyfluoroalkyl Substances 
(PFAS) Content Pass



Test Report No.: TAOEC26005770105 Date: Jun 02, 2026 Page 2 of 3

Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A1 TAO26-0057701-0001.C001 Light yellow transparent liquid

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

Total Fluorine Screening for Perfluoroalkyl and Polyfluoroalkyl Substances (PFAS) Content

Test Method: With reference to EN 14582:2016, analysis was performed by IC.

Test Item(s) Limit Unit(s) MDL A1
Fluorine 50 mg/kg 20 ND
Conclusion Pass

Notes:
(1) The maximum permissible limit is quoted from the client requirement.
(2) The result may include inorganic and / or organic fluorine content. There is a possibility that the total 
fluorine content does not come from PFAS. Retesting on individual PFAS is recommended to determine the 
compliance to the requirement.
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:

TAO26-0057701-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***


		2026-06-02T01:50:20+0000
	CNE2
	SGS officially issued document




